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Test Report

Report No.: CTT2401060915EN Page 1 of 7

Applicant: Xiamen Yoyo Ceramic Trading Co., Ltd
Address: C523-2, Hubin East Road #319, Siming District, Xiamen, Fujian, China, 361000

Sample Received Date: Jan. 29, 2024
Completed Date: Jan. 30, 2024
Report Date: Feb. 01, 2024

The following merchandise was (were) submitted and identified on behalf of the applicant as:

Sample Name: ceramic mug

Supplier: Xiamen Yoyo Ceramic Trading Co., Ltd

Manufacturer: Fujian Dehua BRT Ceramic Co., Ltd

Manufacturer Address:  Baomei Industry Area, Dehua County, Quanzhou, Fujian, China, 362500
Country of Origin: China

Test Result(s): Please refer to next page(s).
Test Requested and Conclusion(s): Please refer to next page(s).

Signed for and on Behalf of CTT:

Komer . Zlokg,

Ramon . Zhong
Technical Manager
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Report No.: CTT2401060915EN Page 2 of 7

Test Requested and Conclusion(s):
No. Standard and Requirement Conclusion(s)

California Proposition 65,5an Francisco Superior Court Case no.

1 938430 PASS

- Extractable lead and cadmium

Client's requirements (reference to California Proposition 65,San

2 Francisco Superior Court Case no. 938430) PASS

- Extractable lead and cadmium

U.S.Food and Drug Administration(FDA) CPG Sec. 545.400 Pottery

(Ceramics); Imported and Domestic - Cadmium Contamination

3 (CPG 7117.06) & CPG Sec. 545.450 Pottery (Ceramics); Imported PASS

and Domestic - Lead Contamination (CPG 7117.07).

- Extractable lead and cadmium

Client's requirements (reference to U.S.Food and Drug

Administration(FDA) CPG Sec. 545.400 Pottery (Ceramics);

h Imported and Domestic - Cadmium Contamination (CPG 7117.06) PASS

& CPG Sec. 545.450 Pottery (Ceramics); Imported and Domestic -

Lead Contamination (CPG 7117.07).)

- Extractable lead and cadmium

This test report s issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from
the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means the.item of
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.
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Report No.: CTT2401060915EN Page 3 of 7

Test Result(s):
Extractable lead and cadmium - California Proposition 65,San Francisco Superior Court Case no.
938430

Reporting . .
. . . Limit Result .
Material No. Element Limit (ug/mL) Sample (ug/mL) Conclusion
(ng/mL)
0.01 0.189 1 N.D.
0.01 0.189 2 N.D.
0.01 0.189 3 N.D.
Cadmium (Cd)
0.01 0.189 4 N.D.
0.01 0.189 5 N.D.
0.01 0.189 6 N.D.
1D PASS
0.1 0.100 1 N.D.
0.1 0.100 2 N.D.
0.1 0.100 3 N.D.
Lead (Pb)
0.1 0.100 4 N.D.
0.1 0.100 5 N.D.
0.1 0.100 6 N.D.
NOTE: 1. ug/mL= Microgram per milliliter.

2. N.D. = Not Detected (Less than Reporting Limit).
3. "D" =The sample(s) is(are) tested according to the method ASTM C738-94(2020).

This test report s issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from
the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means the.item of
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.
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Report No.: CTT2401060915EN Page 4 of 7

Test Result(s):
Extractable lead and cadmium - Client's requirements (reference to California Proposition 65,5an
Francisco Superior Court Case no. 938430)

Reporting . .
. . . Limit Result .
Material No. Element Limit Sample Conclusion
(ng/mL) (ng/mL)
(ng/mL)
0.01 0.189 1 N.D.
) 0.01 0.189 2 N.D.
Cadmium (Cd)
0.01 0.189 3 N.D.
0.01 0.189 4 N.D.
2D PASS
0.1 0.100 1 N.D.
0.1 0.100 2 N.D.
Lead (Pb)
0.1 0.100 3 N.D.
0.1 0.100 4 N.D.
NOTE: 1. pg/mL= Microgram per milliliter.

2. N.D. = Not Detected (Less than Reporting Limit).
3."D" =The sample(s) is(are) tested according to the method With reference to ASTM C738-
94(2020).

This test report s issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from
the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means the.item of
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.
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Report No.: CTT2401060915EN Page 50f 7

Test Result(s):

Extractable lead and cadmium - U.S.Food and Drug Administration(FDA) CPG Sec. 545.400 Pottery
(Ceramics); Imported and Domestic - Cadmium Contamination (CPG 7117.06) & CPG Sec. 545.450
Pottery (Ceramics); Imported and Domestic - Lead Contamination (CPG 7117.07).

Method: ASTM C738-94(2020), analyzed by Atomic Absorption Spectrometer (AAS) .

Reporting g .
. . Limit Result .
Material No. Element Limit (ug/mL) Sample (ug/mL) Conclusion
(ng/mL)
0.01 0.5 1 N.D.
0.01 0.5 2 N.D.
0.01 0.5 3 N.D.
Cadmium (Cd)
0.01 0.5 4 N.D.
0.01 0.5 5 N.D.
0.01 0.5 6 N.D.
] PASS
0.1 0.1 1 N.D.
0.1 0.1 2 N.D.
0.1 0.1 3 N.D.
Lead (Pb)
0.1 0.1 4 N.D.
0.1 0.1 5 N.D.
0.1 0.1 6 N.D.
NOTE: 1. yg/mL= Microgram per milliliter.

2. N.D. = Not Detected (Less than Reporting Limit).

This test report s issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from
the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means the.item of
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.
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Report No.: CTT2401060915EN Page 6 of 7

Test Result(s):

Extractable lead and cadmium - Client's requirements (reference to U.S.Food and Drug
Administration(FDA) CPG Sec. 545.400 Pottery (Ceramics); Imported and Domestic - Cadmium
Contamination (CPG 7117.06) & CPG Sec. 545.450 Pottery (Ceramics); Imported and Domestic - Lead
Contamination (CPG 7117.07).)

Method: With reference to ASTM C738-94(2020), analyzed by Atomic Absorption Spectrometer (AAS) .

Reporting T
. .. Limit Result )
Material No. Element Limit Sample Conclusion
(Hg/mL) (ng/mL)
(ng/mL)
0.01 0.5 1 N.D.
. 0.01 0.5 2 N.D.
Cadmium (Cd)
0.01 0.5 3 N.D.
0.01 0.5 4 N.D.
2 PASS
0.1 0.1 1 N.D.
0.1 0.1 2 N.D.
Lead (Pb)
0.1 0.1 3 N.D.
0.1 0.1 4 N.D.
NOTE: 1. ug/mL= Microgram per milliliter.

2. N.D. = Not Detected (Less than Reporting Limit).

Test Material List

Material No. Sample Description Location
1 White ceramic with white glaze Wall
2 White ceramic with black glaze Wall

This test report s issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from
the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means the.item of
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.
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Report No.: CTT2401060915EN Page 7 of 7

Photo of Sample:

***End of Report***

This test report is issued by the company subject to its General Conditions of Services and accessible at http://www.cttlab.com/order/202103190908290166.pdf. The sample is provided
by the applicant, our company is not responsible for the integrity, authenticity and identification information of the sample. Unless otherwise stated the results shown in this report only
apply to the sample as received. Without prior written permission of the company, this test report cannot be reproduced, except in full. Any inquiry about this report, please raise from

the date of receipt of the report within 30 days, overdue will not be accept. Items marked with “n” means they are not accredited by CNAS (if with CNAS logo), “s” means t|
subcontractor. All or part of items of this report are not in the accredited scope of CMA and cannot be as domestic social impartiality proof data.

INO.4, Chongmin street Qingmeng Economic and Technological Industrial Development Park ,Quanzhou, Fujian, China
el: 86-0595-6809 9099 Fax: 0595-6829 6699 Hot Line: 400 6789 666
ebsite: http://www.cttlab.com Email: enquiry@cttlab.com

Fujian Consumer Testing
Technology Co., Ltd.



http://www.cttlab.com/
mailto:enquiry@cttlab.com

	OLE_LINK255
	OLE_LINK256

	dark_signature_error: 
	signature_error: 
		2024-02-01T11:15:54+0800
	中国
	文档加密保护




